ART 31A Ceramics Rubric

ART 31A Ceramics Final Project

	
	Performance Level Descriptors

	Assessment Criteria
	1
	2
	3
	4

	 6” tall cylinder forms
	Less than 3” tall
	3-5” tall
	5-6” tall 
	Higher than the 6”

	1/4 – 3/8   inches thickness even wall from bottom to top
	Uneven top level, uneven and thick wall (more that 1”)


	Uneven thickness wall. The bottom edge is thick and round.
	Smooth wall cylinder but sidewall and bottom are thick.
	1/4 inches even smooth wall from bottom to the top.

	Color slip (engobe) textures/design sgraffito, inlay, majolica)
	Not applied the sgrafiito, inlay technique.

Misusage of majolica glaze. Not fired proper temperature.
	Not proper usage of color slip. Missing a few design techniques.

Miss usage of clear glaze.
	Proper usage of color slip and clear glaze.

Average surface texture/design.
	Creative surface textures/design with proper usage of color slip.

	High fire glaze.
	Not fired the proper temperature. 


	Glaze runs drip over the bottom edge.
	Glaze color is average. Some cylinders glaze is too thick or too thin. 


	Proper application of glaze. (Single and double dip glaze.) All cylinders have great color surface.
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